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Two Hole Pipe Straps shall be made of galvanized sheet steel conforming to ASTM Specification A 90 for

sizes 3/8-inch to 1-inch (nominal pipe size).

Pipe Straps of 1-1/4-inch to 3-inch (NPS) size shall be made of hot-rolled carbon steel strip, commercial
quality, meeting the requirements of ASTM Specification A 425. The straps shall be galvanized after

fabrication.

Reference Specifications: ASTM A 90, A 569, latest revisions. See City Light shop drawing A-4648.

Stock Unit: EA

Dimensions (in)

Approved Manufacturers

Min. Min. Max.

Stock Nominal Min. Max. Hole Thick- Thick- ' CL
No. IPS* Width Width Dia. ness ness Shop Cooper Minerallac Unistrut Wesanco
713461 3/8 5/8 1 9/32 1/16 1/8 - 2580110 228 - -
713462 1/2 9/16 1-5/8 9/32 1/16 1/8 - 2580140 240 P2558-5 W-7826
713463 3/4 3/4 1-5/8 9/32 1/16 1/8 - 2580180 250 P2558-7 W-7828
713464 1 718 1-5/8 9/32 3/32 1/8 - 2580200 260 P2558-10 W-7830
713465 1-1/4 718 1-5/8 9/32 3/32 1/8 - 2580260 - P2558-12 W-7832
713466 | 1-1/2 718 1-5/8 9/32 3/32 1/8 - 2580300 - P2558-15 W-7834
713467 2 1-1/4 1-5/8 11/32 3/32 1/4 - - HD290 P2558-20 W-7838
713469 3 1-1/4 1-5/8 13/32 1/8 1/4 A4648 - HD294 P2558-30 W-7846
713470 @ 3-1/2 1-1/4 1-5/8 13/32  3/16 1/4 A4648 - HD295 P2558-35 W-7850
*IPS = Iron Pipe Size
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