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1 .  Construct ion 

Cable Rack Hooks, or supports, shall be fabricated from hot-rolled carbon steel strip conforming to ASTM Specification  
A 425. 

The surface of the hooks shall be smooth and free of imperfections to protect the cable from damage.  The interlock of the 
hook shall fit snugly in the rack to provide a rigid support for the cable. 

The hooks shall be galvanized after fabrication in accordance with ASTM Specification A 153. 

2.  Industry Standards 

ASTM A 425 - Specification for Hot-Rolled Carbon Steel Strip, Commercial Quality 

ASTM A 153 - Standard Specification for Zinc Coating (Hot-Dip) on Iron And Steel Hardware 

3.  Issuance 

Stock Unit:  EA 

4.  Approved Manufacturer  

 

Dimensions, in  
Approved 
Manufacturers   

Stock No. Length Steel Size AB Chance Inwesco Joslyn 

720625 04 1-1/2 x 1-1/16 x 3/16 C-203-1131 10A35 – 

720626 07-1/2 1-1/2 x 1-1/16 x 3/16 C-203-1132 10A36 J5132A 

720629 10 1-1/2 x 1-1/16 x 3/16 C-203-1133 10A37 J5133A 

720631 14 1-1/2 x 1-1/16 x 3/16 C-203-0315 10A38 J5134A 
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