Attachment #1

Blanket Contract #0000002362

ALUMINUM SIGN BLANKS
All sign blanks furnished are to be of aluminum alloy 5052-H38. The blank shall be alodized by a seven step spray process with alodine 1200 or equal AFTER shearing as per ASTM Designation B449-76 Class 2. Aluminum must be reverse rolled to maintain flatness quality suitable for screening or application of prescreened sign faces. Blanks are to be stable and flat. Each shipment of Aluminum Sign Blanks shall be accompanied with certification of alodizing.  Attachment #1A – Provide pricing for sign blanks without sheeting or graffiti film. 
All edges to be deburred and smooth. Radius corners must be consistent and uniform.

Sign blanks can be bare or covered with various or multiple grades of sheeting per manufacturing detail.
Sign blanks can be screen printed with variable messages per manufacturing detail.
Sign blanks may be covered with Graffiti Film.

Sign blanks can vary regarding radius and hole size as well as hole centers and the amount of holes per sign.
Delivery shall be 7 – 10 days After Receipt of Order
